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Composites
MATERIAL DATASHEET

Composite Base  Test (ASTM) Onyx Onyx FR Onyx ESD Nylon

Tensile Modulus (GPa) D3039800760610590600D30396057272121D30391.51.62.73.83.9



Continuous Fiber
Continuous Fibers are laid down on the inside of parts through a second Ǭber 

nozzle. They cannot be printed by themselves  — instead, they are used to 

reinforce parts printed out of a composite base material like Onyx.

Composite Base
Markforged Composite Base materials print like conventional FFF 

thermoplastics. They can be printed by themselves, or reinforced with any of our 


